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Lab/Cor Sample # Client Sample # and Description Analysis Analysis Notes Date Received:

061079 - S1 TEM 1 - Dust Sample #1 ASTM, Surface Dust 10/10/2007

ASTM, Surface 
Dust - Ref. D-5755-

03

Preparation and analysis of the above samples was conducted in accordance with the ASTM # D-5755-03 for the identification 
of asbestos in dust. Briefly, the samples were sampled by using a microvac technique onto 0.45 µm pore size mixed cellulose 
ester (MCE) filters. Sample cassettes were rinsed in distilled, particle-free water, sonicated lightly to homogenize and removed 
particulates. Aliquots were taken and filtered onto 0.22 µm pore size mixed cellulose ester filters, then air-dried. The samples 
were carbon coated at high vacuum with a thin layer of carbon, placed on 200 mesh copper grids and allowed to dissolve in N,N-
Dimethlyformamide / Acetone baths until cleared of filter debris.

Analysis was performed using a transmission electron microscope equipped with an EDS X ray analyzer. The samples were 
analyzed at an approximate screen magnification of 18,000x, with an accelerating voltage of 100 KV.  Grid opening 
measurements were performed at a magnification of approximately 550X.

Disclaimer The results reported relate only to the samples tested or analyzed.  Interpretation of these results is the sole responsibility of the 
client.

If further clarification of these results is needed, please call us.  Thank you for allowing the staff at Lab/Cor, Inc. the opportunity 
to provide you with the analytical services.

Sincerely,
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S1

TEM 1

Dust Sample #1

Lab/Cor Sample No.:

Client Sample No.:

Description: Grid Openings Analyzed :

 Lab Filter Area (mm2) :

Area Analyzed (mm2) :

100

1187.692

10

193

0.13

3551.2

Structure
Count¹

Prim/Total

Structure
Type

Sample Area/Mass/Volume (cm2) :

Analytical Sens. (struc/cm2) :

Dectection Limit. (struc/cm2) :

Concen-
tration

(struc/cm2)

95% Confidence
Interval

(struc/cm2)

Average Grid Opening Area : 0.013Filter Fraction: 1

Residual Ash Vol: 20

Aliquot Dilution: 0.0125

Final Dilution: 0.0125

Volume Taken: 0.25

Analyst(s) Analysis Date

KM 10/10/2007

25996.209 - 53654 - Poisson 3238006.154ASTM Asbestos >=0.5µm - <5.0µm

1928.812 - 13859.182 - Poisson 55938.462ASTM Asbestos >=5.0µm

0 - 4381.397 - Poisson 0< 1187.692ASTM Other >0.5µm

30939.385 - 60572.308 - Poisson 3743944.615ASTM Total Asbestos >=0.5µm

Reviewed by:

Page 2 of 5* One-sided upper 95% Poisson confidence limits may be used to calculate sample concentrations ([Struc count] * 
[Analytical Sensitivity]) when the structure count is below  4.  The limits are:  0 str - 0, 1 str - 1, 2 str - 2, 3 str - 3
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 Description: Dust Sample #1

 Client Sample No: TEM 1

S1Lab/Cor Sample No:

Gr No. Loc. Prim TotID Class Length Width Aspect CommentAnalyte Elements Count Categories

G1 1 D6 CDQ Fiber 5 0.1 50 Chrysotile Mg, Si1 ASTM_Total, ASTM_>=5.0

ItemType ItemNum CommentConfirmed

Brightfield J001 BF

Diffraction J001 DF KM 10/10/2007

Spectra J001 SP

G1 1 D6 CD Fiber 1 0.1 10 Chrysotile2 ASTM_Total, ASTM_0.5-
5.0

G1 1 D6 CD Fiber 0.8 0.05 16 Chrysotile3 ASTM_Total, ASTM_0.5-
5.0

G1 1 D6 CD Fiber 2 0.08 25 Chrysotile4 ASTM_Total, ASTM_0.5-
5.0

G1 1 D6 CD Matrix 1-0 3 2 1.5 Chrysotile5 ASTM_Total, ASTM_0.5-
5.0

G1 1 D6 CD Bundle 2 0.2 10 Chrysotile6 ASTM_Total, ASTM_0.5-
5.0

G1 2 A4 CD Fiber 2 0.05 40 Chrysotile7 ASTM_Total, ASTM_0.5-
5.0

G1 3 C9 CD Fiber 2 0.08 25 Chrysotile8 ASTM_Total, ASTM_0.5-
5.0

G1 3 C9 CD Bundle 3 0.15 20 Chrysotile9 ASTM_Total, ASTM_0.5-
5.0

G1 3 C9 CD Bundle 6 0.2 30 Chrysotile10 ASTM_Total, ASTM_>=5.0

G1 3 C9 CD Fiber 1 0.1 10 Chrysotile11 ASTM_Total, ASTM_0.5-
5.0

G1 4 H4 CD Fiber 1 0.1 10 Chrysotile12 ASTM_Total, ASTM_0.5-
5.0

G1 4 H4 CD Bundle 3 0.2 15 Chrysotile13 ASTM_Total, ASTM_0.5-
5.0

G1 4 H4 CD Cluster 3-0 4 2 2 Chrysotile14 ASTM_Total, ASTM_0.5-
5.0

G1 4 H4 CD Matrix 4-0 10 5 2 Chrysotile15 ASTM_Total, ASTM_>=5.0

G1 4 H4 CD Fiber 3 0.08 37.5 Chrysotile16 ASTM_Total, ASTM_0.5-
5.0

G1 5 A9 CD Fiber 1 0.01 100 Chrysotile17 ASTM_Total, ASTM_0.5-
5.0

G1 5 A9 CD Fiber 3 0.05 60 Chrysotile18 ASTM_Total, ASTM_0.5-
5.0

G1 5 A9 CD Fiber 5 0.1 50 Chrysotile19 ASTM_Total, ASTM_>=5.0

G1 5 A9 CD Bundle 3.3 0.2 16.5 Chrysotile20 ASTM_Total, ASTM_0.5-
5.0

Page 3 of 5Count Categories

ASTM_>=5.0 ASTM Asbestos >=5.0µm ASTM_0.5-5.0 ASTM Asbestos >=0.5µm - <5.0µm ASTM_Total ASTM Total Asbestos >=0.5µm

ASTMD_Other ASTM Other >0.5µm
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 Description: Dust Sample #1

 Client Sample No: TEM 1

S1Lab/Cor Sample No:

Gr No. Loc. Prim TotID Class Length Width Aspect CommentAnalyte Elements Count Categories

G2 6 D6 CD Fiber 3 0.1 30 Chrysotile21 ASTM_Total, ASTM_0.5-
5.0

G2 6 D6 CD Fiber 2.5 0.08 31.2 Chrysotile22 ASTM_Total, ASTM_0.5-
5.0

G2 6 D6 CD Fiber 1 0.08 12.5 Chrysotile23 ASTM_Total, ASTM_0.5-
5.0

G2 7 G4 CD Fiber 3 0.1 30 Chrysotile24 ASTM_Total, ASTM_0.5-
5.0

G2 7 G4 CD Fiber 2 0.2 10 Chrysotile25 ASTM_Total, ASTM_0.5-
5.0

G2 7 G4 CD Bundle 6 0.3 20 Chrysotile26 ASTM_Total, ASTM_>=5.0

G2 8 A4 CD Fiber 2.2 0.08 27.5 Chrysotile27 ASTM_Total, ASTM_0.5-
5.0

G2 8 A4 CD Matrix 2-0 3 2 1.5 Chrysotile28 ASTM_Total, ASTM_0.5-
5.0

G2 8 A4 CD Matrix 1-0 4 1 4 Chrysotile29 ASTM_Total, ASTM_0.5-
5.0

G2 8 A4 CD Fiber 2 0.08 25 Chrysotile30 ASTM_Total, ASTM_0.5-
5.0

G2 8 A4 CD Fiber 3 0.1 30 Chrysotile31 ASTM_Total, ASTM_0.5-
5.0

G2 9 C8 CD Fiber 3 0.1 30 Chrysotile32 ASTM_Total, ASTM_0.5-
5.0

G2 9 C8 CD Bundle 2 0.2 10 Chrysotile33 ASTM_Total, ASTM_0.5-
5.0

G2 9 C8 CD Fiber 3.5 0.08 43.8 Chrysotile34 ASTM_Total, ASTM_0.5-
5.0

G2 10 H3 CD Fiber 2.2 0.1 22 Chrysotile35 ASTM_Total, ASTM_0.5-
5.0

G2 10 H3 CD Fiber 1 0.08 12.5 Chrysotile36 ASTM_Total, ASTM_0.5-
5.0

G2 10 H3 CD Fiber 3.3 0.15 22 Chrysotile37 ASTM_Total, ASTM_0.5-
5.0
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ASTM_>=5.0 ASTM Asbestos >=5.0µm ASTM_0.5-5.0 ASTM Asbestos >=0.5µm - <5.0µm ASTM_Total ASTM Total Asbestos >=0.5µm

ASTMD_Other ASTM Other >0.5µm
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